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XMM / OM2

FLIGHT MODELS

MECHANICAL PARTS

DECLARED MATERIALS LIST

DESCRIPTION

VENDOR / SPEC

TYPE


APPLICATION
______________________________________________________________________________

ALUMINUM


QQ-A-250/11


6061-T6



STRUCTURE,  COVERS










           


HEATSINKS, TAGS

ALUMINUM


QQ-A-250/12


7075-T73


MODULE FRAMES




CHEMICAL FILM

MIL-C-5541


ALODINE


ANTI-CORROSION








    CLASS 3






CONDUCTIVE  COATING













ALUMINUM




CONFORMAL COATING
DEXTER HYSOL

PC18-M



PWA COATING

EPOXY,  FLEXIBLE

3M



SCOTCHWELD 2216

GENERAL









GREY



STAKING

EPOXY, GENERAL

SHELL



EPON 828/V140


GENERAL 









RED



STAKING

INK, BLACK


PELIKAN


#17 BLACK


MARKING

INK, WHITE


PELIKAN


#18 WHITE


MARKING

LACING CORD


GUDEBROD


21DPTH, DACRON

COMPONENT





MIL-T-43435B






LACING

LAMINATE, EPOXY

MIL-P-13949


TYPE  FLGFN


PCB MATERIALS

FIBERGLASS

PAINT



HUGHSON CHEMICALS
CHEMGLAZE Z306

EXTERNAL BOX









FLAT BLACK


PAINT

PLASTIC


PHILLIPS 66


RYTON  R4


PLASTIC FRAMES,













CONNECTOR BODIES

PRIMER


HUGHSON CHEMICALS
9924 WASH  PRIMER

PRIMER FOR PAINT

DESCRIPTION

VENDOR / SPEC

TYPE


APPLICATION
______________________________________________________________________________
SCREWLOCK


ITT CANNON


D20419-14


CONNECTOR  HDWR.

SOLDER


NIHON ALMIT CO.

KR-19RMA


PWA ASSEMBLY




STAINLESS


NAS OR MS


18-8 NON-MAGNETIC

SCREWS, MISC. HDWR.

THREADED INSERTS

TRIDAIR


KNCCL-0256


STRUCTURE ASSEMBLY

(LOCKING)

WIRE



RAYCHEM


44/7036-28-9


INTERNAL WIRING

NOTE:  UNLESS PROVIDED BY SANDIA,  THIS LIST DOES NOT INCLUDE  MATERIALS 

   USED IN THE ICU MODULES.
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